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The construction of an experimental section to compare the qualities of screenings on seal coat construction was first discussed
early in 1947 as a further extension of an investigation carried out during 1946 and reported in a memorandum to Mr. G.T. McCoy
dated September 5, 1946. The proposed experimental construction was discussed in a letter dated May 28, 1947, by Mr. T.H.
Dennis. The final arrangements were covered in a memorandum Dennis to Stanton dated August 5, 1947. The actual work was
carried out on August 19 and 20, 1947, between Stations 88+91 143+13 on road V-S.B-2-M. The work was done by State
Maintenance forces under Maintenance Superintendent Stutcliffe under Work Order No. 95K4.

The experiment was made to compare the quality of screenings manufactured by the Walter Roselip Company at Atascadero,
the S.P. Milling Company at Sisquoc, and the Granite Rock Company at Logan. Every effort was made to give each of the three
products the same treatment.

The site selected for sealing consisted of a PCC road which had been blanketed with plant-mixed surfacing and sealed with an
emulsion fog seal. This particular section of road was chosen because it presented a generally uniform, non-absorptive surface that
had not been covered previously with screenings.
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